
         

10-22-22 OLIN SBIR Project - Andela Glass Sand Sample Analysis

Sieve 

Size

Passes

/ Fails?

3/8" 0.0 100.00 100 100 Passes

No. 4 10.6 99.30 80 100 Passes

No. 8 280.7 80.65 65 100 Passes

No. 16 380.8 55.35 40   80 Passes

No. 30 277.3 36.93 20 65 Passes

No. 50 215.0 22.64 7 40 Passes

No. 100 129.8 14.02 2 20 Passes

No. 200 72.7 9.19 0 10 Passes

On Pan 138.3
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